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FOREWORD

This third quarterly report marks the midpoint of the research and
development program. Up until now, the main effort has been directed to
studies of various physical, chemical and electrical processing variables
for capacitor anodes and foil. This work was of necessity conducted on
relatively small batches of material because of the large number of para-
meters involved, However, it is now believed that enough information has
been accumulated to outline a tentative standard processing specification
for niobium sintered plugs - this specification is of course, subject to
some future modifications as more information is gained in various areas.
In the future, emphasis will be placed on production of larger batches of
capacitors, to enable more reliable statistical data to be obtained during
failure rate testing under various environmental conditions,

SUMMARY OF PROGRESS

TASK A - Work on Niobium and Niobium Alloy Sintered Anode Capacitors of
Solid and Wet Types

Activity 1 - Exhaustive Trace Impurity Analysis of Niobium ‘aterials Made
by Three Different Processes {Union Carbide Metals Company)

Material 1 - niobium granules made by hydrogen reduction of pentachlorides

Material 2

niobium granules made by carbothermic reducti n of pentoxides

Material 3 - niobium slabs made by a proprietary process

A. Objective
It is expected that a co-ordinated analytical and electrical evaluation
of these materials will help to identify the impurities mainly respon-
sible for degradation of dielectric NbyOg films and thus serve as a
guide for the subsecuent purification studies of Activity 6.

B. Status

1. Analysis of Powders

Approximately five pounds each of materials 1, 2, and 3 have been
reduced to hydrided metal powder and the analyses, as summarized in
Table 1, are now complete. In some cases, analyses of the original
material were approximate, since suitably sensitive methods had not

yet been developed at the time of evaluation. Thus, for example,
aluminium in materials 2 and 3 has not been determined with the greater
sensitivity { <10 ppm) of a modified emission spectrographic technigue;
this will be done in the next quarter.



Considerable difficulty was encountered in the preparation of powder
from material 1, Hewever, by modification of the hydrogenation
procedure, it was possible to overcome the grincing problem. Althougnh
at the 0.6 weight ¥ level of hydrogen, the material could not be
reduced to powder, it was found that a combination of cold working and
retreatment in hydrogen raised the hydrogen level to N.9%, at which
point the metal could be ground successfully. Unfortunately, the level
of certain metallic impurities (Mo, Cr, Fe and W) in the powder sample
was also raised during this process; and, as indicated by the results
of Table 1, leaching in hydrochloric acid did not completely eliminate
the contaminants. A second five pound batch of material 1 will be size-
reduced at Kemet during the next gquarter in an effort to avoid such
contamination.

2. Analytical Methods Development

As mentioned in the last quarterly report, it has been found necessary
to develop special analytical methods for determination of certain
elements at the low concentrations found in the three materials under
study, since existing techniques are relatively insensitive., A brief
outline of the principle of the method for accurate quantitative detec-
tion of some of these impurities is given below. In most cases, the
same improved procedure can also be applied to tantalum analyses.

Zirconium (Sensitivity<l ppm)

The sample is dissolved in a mixture of hydrofluoric acid and nitric
acids. After removal of the nitric acid by volatilization, the solution
of the sample is adjusted to contain 10% HF and 50% HCl, and then passed
through an ion exchange column containing Dowex 1 anion resin. Zirco-
nium is then determined in the eluate either by spectrophotometry with
phenyl fluorone or by emission spectroscopy. The separations for this
element were checked quantitatively by use of radioisotope 2r95,

Titanium (Sensitivity ( <1 ppm)

After the same dissolution and ion exchange separation employed for
zirconium in niobium, the titanium is determined in the eluate by a
spectrophotometric method, which involves extraction of the titanium
thiocyanate complex with tri-n-octylphosphine oxide (TOPO) dissolved in
cyclohexane., Alternatively, an emission spectrographic method can be
used.

Vanadium (Sensitivity ( <1 ppm)

Vanadium content is determined emission spectrographically along with
titanium and zirconium, after removal of the niobium in the ion exchange
column.



Tin (Sensitivity 10 ppm)

Spertrophotometric method: After dissolution of the metal in a mixture
of HF and HNO5, the fluoride and nitrate are removed by fuming with
HyS04. The solution is so adjusted that the acidity corresponds to

IM HCl and M H,SO4. The tin is then extracted with 0.0lM tris (2-
ethylhexyl) phosphine oxide (TEHPO) in cyclohexane. The colour is
developed with pyrocatechol violet.

Emission Spectrographic method: The tin content can also be determined
emission spectrographically along with Ti, Zr and V,after ion exchange
separation of niobium and tantalum.

Aluminium (Sensitivity <10 ppm)

The niobium metal is converted to oxide by ignition, mixed with graphite
and analyzed emission spectrographically using an AC arc double cap mix
technique.

Silicon (Sensitivity 5 ppm)

The niobium metal is converted to oxide by ignition, mixed with graphite
and germanium oxide (internal standard) and analyzed emission spectro-
graphically using a DC arc.

Lithium (Sensitivity 10 ppm)

After acid dissolution of the metal sample, the acid is removed and the
sample converted to niobium oxide. The oxide is then mixed with graphite
and the lithium content determined emission spectrographically.

Activity 2 - Preparation of Niobium=Tantalum Alloys

AI

B.

Objective

Union Carbide Metals Company is to make five pound batches of five
different alloy compositions (0, 25, 50, 75 and 100% niobium by weight)
and convert them into capacitor grade powder. The alloys are to be
analyzed for interstitial impurities as well as for homogeneity; and
several pounds of each material are to be submitted to Kemet for evalu-
ation.

Status

The experimental work has been completed and approximately five pounds
each of four alloys have been shipped to Kemet in the form of hydrided
-200 mesh powder. The fifth "alloy" (100% Nb), Material 2 of Activity 1,
has been on hand at Kemet since the first quarter.



Analysis of the -200 mesh powders, together with the quantity recovered
and shipped, are listed in Table 2. The increase in tantalum over

the nominal composition was caused partly by tantalum pickup from the
tantalum=lined ball mill.

In view of the relatively high nitrogen contents of the alloy powders,
it is intended to prepare an additional five pound lot of the 50% Nb-
50% Ta alloy with a lower nitrogen level. For this purpose, 7% pound
lots of hydrided niobium and tantalum roundels have been ball milled
in argon to -200 mesh powder. The lot analyses for these materials
are given in Table 3,

After dehydriding, a five pound ingot will be prepared by blending,
compacting, sintering and cold-rolling. The alloy will then be hydrided
at Union Carbide Stellite Company in a special furnace designed to
minimize the danger of contamination.

Activity 3 - Determination of Optimum Conditions for Removal of Carbon

A.

from Niobium

Objective

The object of this study at Kemet is to determine the efficacy of high
temperature vacuum prepurification and oxygen predoping of niobium
materials, in reducing the level of carbon in sintered anodes, thereby
improving their electrical performance.

Status

The program as outlined in the flow diagram of Figure 1 has now been
completed. The results of the purity analysis and electrical wet testing
of sintered anodes were described in the Second Quarterly Report (Table 5,
Page 24). On the basis of the information available at the time, it was
apparent that:

(1) vacuum prefurnacing and oxyren doping are not necessary to reduce the
carbon level in plugs from as high as 550 ppm down to about 20 ppm,
provided that the plugs are vacuum sintered at 2100%®C for 30 minutes
after pressing.

(2) fairly wide variations in C, 0, N and Fe levels had no pronounced
effect on breakdown voltages on wet test.

Since then, small batches of 10 plugs each, from the groups represented
by analyses ¢(10), c(11), c(12), c(13), c(14) and C(15) of Figure 1, have
been processed through to canning and subjected to tests of leakage
current, capacitance and dissipation factor at 35 volts D.C. bias.



The processing details are listed in Table 4 and the results of the
initial evaluation are presented in Tables 5A and 5B. From the
tabulated electrical measurements and yleld figures, it appears that
the control powders,which received no special treatment prior to
pressing into plugs, yielded the best anodes. As indicated in Table
5B, almost all capacitors survived 120 hours ageing at 35°C and

38 volts; however, when they were then put on life test at 85°C, 35
volts, 77 of 83 units failed within 500 hours. Unfortunately, the
populations of individual sub-batches were too small to provide reli-
able statistical failure rate data. Of the seven capacitors surviving
500 hours life testing, five are from sub-batch C(15) of lot BM 812
material. Comparison of the analytical results for this sub-batch with
that of several other sub-batches (Table 5 of Second Quarterly Report)
does not reveal any significant difference in purity.

Larger groups of plugs from sub-batches C(13), C(14) and C(15) of
material BM 812 and C(10) and C(15) of material 2121, have been simi-
larly processed into solid capacitors and submitted to ageing at 35°C
and life testing at 85°C. The history of these groups will he described
in the next Quarterly Report, when enough failure rate data have been
accumulated.

Activity 4 - Determination of Optimum Anodization Conditions for Niobium

A.

Anodes

Objective

The object of this work is to determine the best formation electrolyte
and formation conditions (formation temperature, current density and
time) for niobium anodes.

Status

In the last quarterly report, the best known formation conditions,deter-
mined on the basis of wet test measurements of breakdown voltage and
leakage currents,were summarized. Other studies are being carried out,
as time permits, to further optimize the formation procedure.

Figure 2 illustrates the effect of electrolyte conductivity on the break-
down voltaae of niobium anodes on wet test at 25°C and a current density
of 50 ma’gm of material. In all, a total of nine conductivity modifi-
cations or proprietary electrolyte Y| were tested, with the results shown.
Clearly, a conductivity 1in the range 3 to 4 x 104 (ohm-cm)~l, corres-
ponding to an electrolyte resistivity of 2500 to 3300 ohm-cm, provides

the best results.

Figure 3 illustrates the effect of electrolyte temperature on the break-
down voltage of niobium anodes on wet test in proprietary electrolyte Yl,
at a formation current density of 50 ma/gm of material.



There appears to be a continuous increase in breskdown voltage with
decreasing temperature in the range between 90°C and 0°C. This
suggests that measurements should be extended to sub-zero tempera-
tures.

A program has been started to evaluate the effect of formation temper-
atures in the range from below 0°C to +25°C, on the electrical proper-
ties of completed units on solid test. Also under study in this same
program are the use of ultrasonic agitation during formation,and the
optimum formation time. The results will be described in the Fourth
Quarterly Report.

Activity 5 - Determination of Optimum Processing Conditions for Solid
Niobium Plug Capacitors

A. Objective

The object of this work is to determine the best processing methods for
the preparation of solid niobium plug capacitors up to the canning stage.
Parameters to be studied in this phase include optimum particle shape
and distribution, green density of plugs, sintering conditions, chemical
etching and reformation-impregnation conditions.

B. Status

(a) Sub-Activity 5.3 - Determination of Optimum Particle Size Distribu-
tion for Niobium Powders Used in Pressing Capacitor Anodes

In the Second Quarterly Report, an outline was given (Figure 4 and Tables
10, 11) of a study to determine the effect of variations in niobium
powder particle size, as classified with metal sieves, upon the wet
electrical properties of sintered anodes. The influence of vacuum high
temperature metal prepurification, chemical cleaning of powder, and
variations in anode densities,on the electrical properties,were also to
be evaluated. In the following sections, a summary is given of the more
interesting results to date.

Chemical Analyses

The analytical results for the "as-received material", the hydrogen
contents of the eight hydrided powders, and the complete analytical results
for the same powders after dehydriding,are listed in Table 6.

The efficacy of prefurnacing at 2200°C in reducing the impurity content
of the niobium will be noted. The prefurnaced powders II, III and IV
contain less than half the amount of carbon (30 to 60 ppm) found in the
control sample (100 to 120 ppm). Similarly, a significant reduction in
iron content is evident - from 40-50 ppm to 10-30 ppm. The bromine etch
treatment (B powders) is apparently also effective in removing metallic
impurities such as iron.
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The increase in oxygen content of prefurnaced material over that of
the "ag-received" powder is believed to bc a function of the increase
in surface area during processing.

Powder Particle Sizes

The powder size distributions as determined by a Micromerograph are
listed in Table 7, which indicates the weight percentage of powder in
each distribution cell, The cell widths in column 1 vary as the “_5-
and correspond to the secuence of aperture sizes of standard Tyler
screens, which are based on the Gaussian distribution generally displayed
by milled powders. At the bottom of the table, each powder distribution
has been characterized by a®"geometric mean particle size" in microns
given by: 100

n N2 Ny
G.M.S. = X; o+ Xg - -y
where Xy = the midpoint of the particle size distribution cell
(in microns) and
ny = percentage of the total material in the size interval

represented by xj.

The distributions and averages are based on the sieve sizes (100, 140,
170, 200, 230, 270, 325 and 400) used. It is of interest to note that
sieve analyses and Micromerograph results do not correlate exactly; for
example, all the -400 mesh powders (I and II) appear to contain some
particles larger than the 400 mesh screen aperture of 37 microns. This
result is probably due to the irregular, non-spherical shape of the
majority of particles; thus, some ellipsoidally shaped particles may
pass through the screen if their major axes are properly oriented during
sieving, but would necessarily be treated by the Micromerograph as of
larger screen size,

Nitric acid-water screening and bromine etching appear to be about
equally effective in removing fines from -400 mesh powders, cince no
particles less than 4 p in effective diameter remain in significant
quantities after either treatment. However, as might be expected, since
bromine attacks niobium metal, the bromine treatment apparently reduced
the average particle size of the coarser materials, especially the
-200/325 (II1) powder.

Figures 4A and 4B depict distributions of powder as a function of particle
size (logarithmic scale). Figure 4 compares the four -400 mesh powders

(I and II) and shows practically the same distribution for each, with
tails extending into the finer particle sizes. Figure 5 compares the four
powders which were washed in nitric acid. As expected, the 200/325 mesh
powder (III) has the coarsest and narrowest size distribution, while the
blend (IV) distribution extends all the way from 105 microns down to 4.7
microns.

Dimensional Characteristics and Densities

See Second Quarterly Report (Table 11 and Figure 5).



Plug Pore Size Distribution

The data resulting from an investigation of pore size distributions

in sintered plugs pressed from the 16 different powders, are summarized
in Table 8. From the table it is clear that, for all powder distribu-
tions, the total porosity decreases markedly with increasing plug
density, with the effect being greater for the finer powder sizes.

Apparent pore diameters as a percentage of total vorosity are distributed
normally, as indicated in Figure 6 for the blended powder. 1In general,
the higher the sintered plug density, the smaller the pores become, down
to well below 5% of total porosity, at which point all curves "tail-off",
indicating a small percentcge of very small-diameter pores.

Again, from Table 8, the finer powders I and II contain pores of smaller
diameters (averages 3.7 to 5.7 microns) than the coarse powder III
(averages 6.3 to 15 microns). The blend IV results encompass those of
the other powders, with averages from 3.7 microns for dense plugs to

8.0 microns for the more porous anodes.

The last column in the table gives the effective surface area of the
plugs as determined by wet test measurements of capacitance. It is
intended to check these calculated areas by means of sorptometer measure-
ments, since there is no rigorous method of calculating corresponding
areas from the porosimeter measurements themselves. The results indicate
that pores with diameters as small as 3 microns are "useable",

Breakdown Voltage Evaluation of Powders

The results of breakdown voltage tests of anodes pressed from the 16
different powder variations, are plotted as a function of sintered
density in Figure 7. Each point on the graph represents the average for
at least two plugs formed individually at 25°C in proprietary electrolyte
Y, at a current density of 50 ma/gm. The values employed have been
corrected for the voltage drop across the electrolyte. It will be noted
that the net breakdown voltage increases with increasing sintered density,
the extent of the dependance varying with the particle size distribution
of the powder. Also, the coarsest powder (III) plugs, which contain no
"fines", display higher breakdown voltages at all densities; similarly,
the plugs from the blend {IV), containing a larger percentage of coarse
particles, attain higher voltages than do the anodes pressed from -400
mesh powders (I and II). Finally, the prefurnaced powder (II) plugs
reach somewhat higher voltages at the higher densities, than do the control
powder (I) anodes - again reflecting the reduced carbon and iron contents
of the prepurified material.

Figure 8 shews the breakdown voltages as a function of the geometric mean
particle size (GMS) of the powder (Table 7) from which the plugs were
pressed to the intermediate (Y) density.
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It will be noted that the breakdown voltages increase from 320 volts
for a low GMS powder to 420 for a high GMS material,and that the
nitric acid-cleansed,water screened powders and the bromine-etched
powders give essentially the same results.

Wet Electrical Evaluation of Powders

Table 9 summarizes, for the 16 powder variations, the results of:

(1) D.C. terminal leakage current tests in electrolyte Y, at 25°C at
150 and 200 volts (75% and 100% of formation voltage} after 4
hours at Vg = 200 volts.

(2) Capacitance and dissipation factor measurements in 30% Hy S04 at
25°C, at 120 and 1000 cps, with an applied bias voltage of 12
volts.

The capacitance measurements have been converted into equivalent
charge numbers and size factors to facilitate direct comparison
of results, by avoiding apparent inconsistencies caused by minor
variations in plug dimensions and densities. Each electrical
property characteristic represents the average of from four to
seven individual measurements. Figures 9, 10 and 11 show the
variation of size factor Sl, dissipation factor D.F. and terminal
leakage current Iy with sintered anode density, while Figures 12,
13 and 14 indicate the variation of the same electrical parameters
with geometric mean particle size of powders.

As demonstrated by Figure 9, the size factor increases with increasing
percentage of fines in the powder. Although the influence of density

is apparently small, there appears to be some evidence of an optimum
density (maximum S') for each particle distribution. However, from
Figure 12, it is evident that sl increases sharply from about 180 mC/in3
at a GIS of 65 microns to 320 mC/in3 at a GMS of 22 microns, suggesting
that the primary key to higher size factors is the use of powders of
small average particle sizes.

The dissipation factor variation with anode density displays the same
behaviour for tests at 120 and 1000 cps, although magnitudes are, of
course, different. Figure 10 portrays the results for 120 cps measure-
ments, indicating that D.F. increases for the finer powders and with
increasing sintered density. The density dependency is greater for the
fine powders I and IT. No explanation can be offered for the minimum in
the curve I, for the "control sample® anodes. Figure 13 compares the
dissipation at the two test freouencies as a function of geometric mean
particle size. The dissipation factor at 120 cps is about 1%, virtually
independent of GMS over the range of particle sizes investigated. On the
other hand a more pronounced dependence will be noted at 1000 cps, with
the dissipation factor rangina from about 5% for a GMS of 65 microns to
7% at a GMS of 22 microns - this may be due to a higher dissipative
contribution from the dielectric oxide layer as the particle size is reduced.
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Again, the particular powder cleaning technigue used is shown to be
relatively unimportant.

In Figure 11, the normalized terminal leakage currents per unit capac-
itance are plotted against sintered anode density. It will be noted
that the terminal currents at the end of formation appear to be a
minimum for the density range 5.25 to 5.50 gm/cc and are lowest at 200
volts, (i.e., 100% of formation voltage) for the powder blend (IV).
Similarly,for tests at Vg = 200 volts, the leakage is apparently lowest
for a mean particle size of 30-35 microns, as illustrated in Figure 14,
Under these test conditions, the bromine etch treatment appears to

lead to slightly lower leakages than the nitric acid cleaning.

Further Work

To explore in more detail the significant increase in size factor with
decreasing particle size, the -400 mesh powders are being further classi-
fied with Infrasizer equipment, which operates on an air elutriation
principle. While this work is well under way, the description will be
deferred to the next Quarterly Report, when the results will be complete.

In addition, the powders and plugs are undergoing examination of particle
and pore size distributions by adsorption (Sorptometer) and optical
(Zeiss Particle Analyzer) techniques.

(b) Sub-Activity 5.5 — Determination of Optimum Impregnation and
Reformation Methods

The impregnation-reformation study described in the flow diagram of
Figure 6 , in the Second Quarterly Report, has been completed.

Test II.]1 - Porosity Measurements for Sintered Anodes

A porosimeter test on several plugs gave an average value of 29% total
porosity, with 92% of the pore diameters in a narrow range between 3
and 7 microns.

Test II.3 - Breakdown Voltage Tests of the Anodes

Maximum breakdown voltages were determined by individual formation of
five anodes in electrolyte Y, at 25°C and a current density of 50 ma/gnm.
The average value obtained was 315 volts,from which the niobium material
can be rated as of "good quality".

Test IT1I.1 - Determination of MnO» Content of Plugs as a Function of the
Number of Dips in Mn(NOJ)q and of Pyrolysis Temperature

After individual weighing and labeling, three groups of 10 plugs each were
anodized to Ve = 200 volts under the standard conditions described above.
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After 2 hours at Vg, the anodes were washed, dried, reweighed indivi-
dually and finally impregnated and pyrolyzed as follows:

(a) Pyrolysis temperature 275°C - 2, 4, 6, 8 and 10 dips.

(b) Pyrolysis temperature 350°C - 2, 4, 6, 8 and 10 dips.

(¢) Pyrolysis temperature 425°C ~ 2, 4, 6, 8 and 10 dips.

The impregnation and pyrolysis was carried out under standard (propri-
etary)conditions.

After impregnation, the anodes were dried 110°C for 30 minutes, to mini-
mize errors introduced by moisture pickup, then individually reweighed

and the total MnOjp pickup ca:.ula =d. Then, since the MnQO, deposit of
primary interest is that contained within the plug pores, the buildup on

the plug exteriors was carefully scraped off with a sharp edge and the plugs
reweighed again. This procedure furrished a simple determination of the
MnOo content of the plug pores as a function of both pyrolysis temperature
and of the number of dips in Mn(N03)2 solution. All plugs were then
submitted to the analytical laboratory, where the Mn0, was leached out of
the pores and a spectrophotometric determination of the total Mn contents
made., From these measurements, the MnO. content was recalculated assuming
complete stoichiometry (i.e., a Mn:0 rafio of 1:2 such that all of the Mn

is in a +4 oxidation state) and the data compared with the results obtained
by the simple weighing method. The results are summarized in Table 10, from
which it can be seen that a reasonably close correlation of results was
obtained by the two methods. The analytical values are higher, suggesting
that the assumption of complete oxidation of the Mn(NO3), solution within
the pores is not quite correct; i.e., the semiconductor composition is
actually MnOo_yx where x & 0.2, The MnO, deposit growth, as a function of
number of impregnation dips and of pyrolysis temperature, is shown in Figure
15. It will be noted that the total MnOp buildup increases with higher
pyrolysis temperatures; whereas the internal MnOp pickup is virtually
independent of temperature and is either beginning to saturate after 8 to

10 dips, or else further penetration into the plug interior is blocked by
external MnOo buildup. From these results it is concluded that little or

no improvement would be realized by increasing the pyrolysis temperature
above 300°C or the number of dips above 10.

Test III1.2 - Determination of the Effect of Pyrolysis Temperature and
Dip/Reformation Sequence on Electrical Properties of Anodes

On the basis of previous tests, including some work under Test II.3 described
in the Second Quarterly Report, a formation voltage of 200 volts in electro-
lyte Y; at 25°C and 50 ma/gm formation current density were chosen as standard
conditions for this study. Also, a preheat treatment in air at pyrolysis
temperature, after formation but before impregnation, was singled out for
further investigation, since it appeared to improve leakage currents of anodes
on wet test.
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Fourteen batches of capacitors,ranging in size from 5 plugs to 19 plugs

each, were formed as described above for 4 hours and then washed for 1

hour in boiling demineralized water. Next, each batch of anodes, (with

the exception of batch Nos. 12 and 14) was divided into sub-batches A

and B, which were treated similarly, except that sub-batches A were pre-
heated in air at the same temperature as was used subseauently for pyrolysis,
whereas sub-batches B received no preheat treatment. All preheated capac-
itors were then reanodized for 30 minutes at 200 wvolts and rewashed.

The effect of pyrolysis temperatures rarging from 225°C to 425°C, upon
electrical characteristics of solid capacitors was then studied. Conver-
sion and cooling times were the same as in other studies with the exception
of batches 12 and 14, for which, because of the lower conversion temperature
employed, it was suspected that a longer pyrolysis time would be required

to effect complete conversion of Mn(NO3), to MnO,.

Capacitor batches with a total number of Mn(NO3)2 dips of eight or ten, were
further sub-divided by choice of either a single reformation at 70 volts

after the last dip, or a split-dip reformation seaquence in which the first
reformation at 70 volts after the first 4 or 5 dips was followed by an addi-
tional 4 or 5 dips and finally a second reformation at 65 volts. All refor-
mations were carried out in 0.01% HsPO, at 25°C. In an additional test, one
or two anodes from each batch were reformed separately up to a maximum

voltage Vgg max. (greater than 70 volts) at whichthe anode broke down or
displayed an excessively high leakage current which did not decrease with time.

All anodes were carbon and silver coated and soldered in C size cans, using
standard methods. Leakage currents of finished capacitors were then measured
at 25°C at applied D.C. voltages of 15, 25 and 35 volts; and capacitance and
dissipation factor measurements were made at 25°C and 12 volts D.C. bias,

at 120 cps and, in some cases, at 1000 cps.

The results of the solid evaluation are summarized in Tables 11A and 1l1B,
from which the following facts emerge:

(1) Pyrolysis temperatures greater than 275°C degrade the electrical perfor-
mance in so far as leakage current and yields are concerned. Since the
dissipation factor is almost independent of pyrolysis temperature, the
higher capacitances realized at higher temperatures are probably due to
small changes in the dielectric thickness rather than to more effective
conversion of Mn(NO3), to MnO,.

{2) Although the yields of good capacitors are highest for pyrolysis temper-
atures of 225°C and 250°C, no substantial improvement in the magnitude of
leakage currents is achieved over batches pyrolyzed at 275°C. Moreover,
at the lower temperatures there is a substantial loss of capacitance and
an increase in dissipation factor, indicating incomplete conversion of
Mn(NO3) 5 in plug pores.
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(3) A preheat treatment, followed by reanodization before impregnation,
produces little or no consistent imorovement in performance, and,
especially at pyrolysis temperatures higher than 275°C, leads to
substantially lower yields.

(4) A split-dip reformation sequence consisting of: four Mn(N03)2 dips,
first reformation, another four dips and a second reformation,
produces the best capacitors.

Leakage currents measured on individual plugs are plotted against refor-
mation voltage, for various pyrolysis temperatures, in Figure 6. As in
the case of canned capacitors, a systematic deterioration of anode quality
with increasing pyrolysis temperature will be noted.

Capacitors surviving the preceding tests were next aged for 400 hours at
25°C and a D.C. voltage of 37 volts. During this test, 11¥ of the capac-
itors failed catastrophically. The remaining units (78 capacitors) were

put on life test at 85°C, 35 volts. As indicated by the linear plot of
Figure 17, the failure rate of niobium solid capacitors on life test can

be described accurately by the same Weibull distribution function as has
been applied at Kemet to testing of solid tantalum capacitors. For the
nresent niobium units, the computed instantaneous failure rate at 1000 hours
amounts to about 25% per 1000 hours.

Other parameters of interest, some of which are already under investigation,
include optimum reformation (chemical vs. dry) conditions, chemical impreg-
nation of plugs with MnOy at lower temperatures and improved methods of
carbon coating and canning.

Activity 6 - Preparation of Highly Purified Niobium Powders

Al

Objective

After the three materials described under Activity 1 have been analyzed and
evaluated, a process will be selected by which the important impurities can
be removed. It is planned to add certain impurities deliberately in order

to determine their effect upon the electrical properties of anodized films.

It is also intended to evaluate another type of hich purity niobium material,
in the form of microspheres of a selected particle size distribution.

Status

(a) Preparation of High Purity Niokium Pentoxide

Bench scale evaluation of an ion-exchange procedure for preparation of high
purity NbyOs has been completed, and production of material on a larger
scale has been in process for about one month.
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Difficulties were experienced in attempts to make ultra high purity
oxide using the "pure" niobium materials of Activity 1 as a starting
material. It 1s necessary to dissolve the pure metal in an HF-HNOg
solution, which later results in a fouling of the ion exchange columns
with nitrate ions. On the other hand, it is possible to dissolve NbyOs
in a pure HF solution which causes no subseauent difficulties. Conse-
quently, a wet NbyOg cake material, resulting from liauid-liquid extrac-
tion, has been used as a starting material in recent work.

At the end of March, about one pound of ultra pure Nb205 was available frr
reduction to metal, while another 102 grams were ready for qualitative
analysis. An additional 180 grams has been set aside for additional purifi-
cation, since the titanium content was too high (about 10 ppm). Another
pound of oxide in solution has been removed from the exchange column for
further treatment. 1t is expected that a total of at least four pounds of
oxide will be available :arly in April, 1963.

The NboOs is generally of excellent quality, on the basis of qualitative
tests for trace elements. Analysis of the first pound indicated the
following impurity levels: F<100 pom, W 4 ppm, Ti 3 pom, Si< 10 ppm and
Ta <100 ppm (not detectable by direct x-ray examination).

(b) Reduction of NbOg to Nb Metal

Two trial furnace reductions were carried out to determine the required
stoichiometry between the oxide and the spectroscopic purity graphite to
be used in reduction to the metal. Three mixes of 30 grams each were
prepared with 1.5, 3.0 and 5.0% excess NbxOg. The carbon level in the
resulting metal was below 45 ppm, but the oxyasen level was still up around
10,000 ppm. Therefore, further adjustments of the NboOs=-carbon ratio are
required before reduction of large aquantities of oxide can be undertaken.

The silicon and tungsten contents of the niobium metal were 10 ppm and 40
ppm respectively, indicating a pickup of about 35 ppm of tungsten during
the reduction operation,

Samples of the ultra high purity niobium in the form of powder should be
on hand at Kemet by the end of April.

(c) Preparatior. of Niobium Microspheres

Approximately two pounds of high purity niobium microspheres in the form
of -200 mesh material have been orepared at the Linde Crystal Products
Department. This powder will be shipped to Kemet some time in April.

Activity 7 - Determination of Optimum Anodization Conditions for Niobium Alloy

A.

Plugs
Objective

The object of this work is to determine the best formation electrolyte and
formation conditions {formation temperature, current density and time)
for niobium anodes pressed from Nb-Ta alloy powders made under Activity 2.
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B. Status

Preparation of plugs from alloy powders is scheduled to begin during the
next quarter. The work under Activity 4 will be used as a guide to
curtail the effort expended in this activity.

Activity 8 - Determination of Optimum Processing Conditions for Niobium Alloy
Plug Capacitors

A. Objective

The objectives of this work are similar to those outlined for pure niobium
powders under Activity 5.

B. Status

The processing work will be started during the next quarter, using the
results of Activity 5 as a guide.

Activity 9 - Determination of Optimum Fill Electrolyte for Wet Plug Capacitors

A. Objective

The object of this phase is to determine the best operating electrolyte for
wet capacitors with regard to compatibility with the dielectric, range of
temperature operation, and dissipation factor,

B. Status

All the necessary components and tooling equipment for platinization of
silver cans, assembling finished capacitors, and affixing lead wires has
been built, and satisfactory sealing techniaues have been developed for
corrosive electrolytes.

Difficulty has been experienced in finding a compatible fill electrolyte
which provides good finished units rated at 2-3 pf and 100 volts at 85°C.
Capacitors with these specifications and low dissipation factors (1%-%),
have been made, which display very low leakage currents { <0.05 pa) at
25°C after several hundred hours of ageing at 25°C. However, when these
units are life tested at 85°C, 100 volts, failure occurs within a few
hundred hours, due to excessive generation of gas within the cans which
eventually results in blow-out of electrolyte through the seals. This is
believed to be caused by etching attack on the niobium underlying the
oxide at 85°C.

Other less corrosive fill electrolytes are known, which are compatible
with the metal-oxide system at hiagh temperatures; however, units mcde
with these electrolytes have suffered from nigh dissipation factors.
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This work will be described in more detail in the Fourth Quarterly Report,
when, it 1s expected, the difficulties will have been overcome.

TASK B - Work on Niobium and Niobium Alloy Foil Capacitors of Wet Type

Activity 2 - Preparation of Five Different Niobium-Tantalum Alloys

A. Objective

Haynes Stellite Company is to prepare four pound lots of five different
alloys of tantalum with niobium (0, 25, 50, 75 and 100% tantalum by weight)
by electron beam melting of high purity materials. Two pound quantities
of each alloy are to be supplied to Kemet in the form of recrystallized
0,010" thick foil, for electrical evaluatien. Samples are also to be
submitted for impurity and homogeneity analyses at Union Carbide Metals

Company.
B. Status

The samples of all alloys in the form of 0.010" thick sheet have been
received -at Kemet and samples have been submitted for analysis.

Activity 3 - Preparation of Niobium-Platinum Alloy

A. Objective

A four pound lot of a Nb - 0.1 weight % Pt alloy is to be made at Haynes
Stellite Company by electron beam melting of suitable pure constituent
materials. A two pound quantity is to be supplied to Kemet in the form of
recrystallized 0.010" thick foil for electrical evaluation. A sample is
also to be submitted for impurity and homogeneity analysis at Union Carbide
Metals Company.

B. Status

The samples of this alloy,for both electrical and analytical evaluation,
have now been received,

Activity 4 - Determination of Optimum Processing Conditions for Niobium and
Niobium Alloy Foils

A. Objective

The objective of this work is to determine the best metallurgical, chemical

cleaning and anodization processes for pure niobium foil and for the various
alloys described in the preceding sections.
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Status

Several hundred 1 cm x 5 cm x 0,010" thick specimens, with 0.5 cm x 2 cm
long tabs at one end, were cut from the "as-rolled" Parmec niobium sheet
made under Task B, Activity 1. After 10 cm long x 0.030" diameter
niobium lead wires had been welded to the tabs, the foils were subjected
to a cleaning treatment consisting of:

(1) degreasing in a hot Alconox solution and then in A.R. grade acetone

(2) thorough washing in hot demineralized water

(3) etching in a solution consisting of 55¥% by volume of 96% HySO4, 25%
by volume of 70% HNO, and 20% by volume of 48% HF.

(4) rapid rinsing in several changes of boiling demineralized water.

After etching, the foils were stored in demineralized water in a covered
polyethylene container until used in experiments.

These foil specimens were used as control material to evaluate some 31
different electrolytes, listed in Table 12. The assessment of electrolyte
suitability was based on:

(1) measurements of maximum formation voltage at 25°C and 90°C, for constant
current densities J of 1 ma/cm2 and 10 ma/cm2.

(2) measurements of terminal leakage current at 100% Vg in the formation
electrolyte, followed by wet tests of leakage current, capacitance, and
dissipation factor in 30% H2S04 at 25°C and 120 cps with an applied
D.C. bias of 75 volts.

Breakdown Vol tage Measurements

In the breakdown voltzge tests, up to four foil specimens were examined
individually under each set of conditions {electrolyte, current density

and temperature), while for the leakage current tests, three foil specimens
were formed together but tested separately.

The results of breakdown vol tage measurements for the electrolytes are
summa—-ized in Table 12. The group of electrolytes evaluated include all
of those tested previcusly on porous anodes in Task A, Activity 4. The
additional electrolytes were selected on three bases:

(1) Tests on electrolytes containing nitrate ions, hydroxyl ions, sulphate
ions, arsenate ions and oxalate ions were considered of interest in
providing more information concerning the influence of electrolyte on
anodic film properties.

(2) In order to further optimize the electrolyte, conductivity modifications
were needed of some of the proprietary electrolytes (Yl, Yo, Y3) found
to provide superior formation characteristics for both plugs and foil.
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(3) The Y series of electrolytes all contain a fixed amount of a
proprietary additive, the conductivity modification keing achieved
by variation of the acid content of the solution. It was considered
of interest to change the fixed amount of additive in another series
of electrolytes (the X series) covering the same conductivity range.

From Table 12, it is evident that the Y series of electrolytes provide
the highest breakdown voltages, with Y4 the best of all. It should also
be noted that the maximum attainable voltages for some of the poor elec-
trolytes are improved by use of a higher current density, whereas for the
good formation electrolytes and some others, there is virtually no change
of Vgp with current density.

The breakdown voltages for the X and Y series are plotted as a function of
conductivity in Figure 18, from which it is clear that the optimum conduc-
tivity for foil formation is in the range 0.2 to 0.5 x 10~4 (ohm-cm)-l,
corresponding to an electrolyte resistivity of from 20,000 to 50,000 ohm-cm.
This is to be compared with the optimum conductivity range of about 3 to 4 x
104 (ohm-cm)~l (Figure 2) for niobium anodes. The difference is probably
due to the heating effects produced in the plugs when the electrolyte conduc-
tivity is too low, because of the intricate network of fine internal pores.

Table 13 summarizes the results of breakdown voltage tests at 90°C for a
few of the better formation electrolytes. It is evident that, as was found
previously for niobium plugs, formation of foil at elevated temperatures is
undesirable, since the maximum attainable formation voltages are greatly
reduced. Again, the rapid rate of film growth (dv/dt values) and the
considerable improvement in attainable voltages realized by using a high
formation current density of 10 ma/cm2, should be noted.

Table 14 lists the results of another study in which foil specimens were
anodized up to maximum attainable voltage in one electrolyte, then etched
to dissolve the oxide layer,and finally reanodized again to breakdown in
electrolyte Y). From the results, it appears that two different effects of
electrolyte on anodic film growth are possible:

(1) In "poor" electrolytes such as nitric, acetic, and malonic acids and
ammonium nitrate, a limiting thickness of oxide is reached due to some
breakdown process occurring in the electrolyte itself, perhaps in the
double layer.

(2) In "good™ or "excellent" electrolytes such as phosphoric acid and the
proprietary Y's, the limiting thickness of oxide is controlled by
crystallization or breakdown in the anodic film itself due to physical
or chemical defects. In this case, the difference between one electro-
lyte and another is in their relative abilities to suppress such film
thickness limiting mechanisms.



Leakage Current, Capacitance and Dissipation Factor Measurements

Other electrical evaluation studies were restricted to three of the Y
series electrolytes, which proved superior in the preceding tests. At
least three foil specimens were anodized to Vg = 300 volts at a current
density of 1 ma/cm » in each of Yy, Y3 and Y7 electrolytes at a forma-

tion temperature = 25°C. Term‘ma{ leakage currents were measured at

100% Vg after one hour at formation voltage. After rinsing, the speci-
mens were then transferred to a 30% H,ySO04 test solution at 25°C, and
measurements were made of leakage current at 75 volts D.C., and of
capacitance and dissipation at 120 c¢ps and 75 volts D.C. bias. The results
are given in Table 15, from which it is evident that Y, is also the best

electrolyte tested from the standpoint of dissipation factor and leakage
current.

Activity 5 - Determination of Optimum Fill Flectrolyte for Niobium and Niobium

A.

Alloy Foil Capacitors

Objective

As in Task A, Activity 9, the purpose of this work is to determine the
best fill electrolyte from the standpoint of chemical activity, conductivity
and range of temperature operation.

Status

The following processing equipment has been developed:

lead wire bending equipment

welding equipment for attaching leads to anode and cathode foils

a special formation tank for anodizing foils

sealing equipment

Equipment for butt-welding solderable lead wires to the niobium foil
leads.

I~ N~
N &N -
Nt Nt Nt gt o’

Using the satisfactory formation conditions determined under Activity 4,
an investigation of different fill electrolytes for operational service
between -55°C and +85°C has been started. A sealing technique for foil
units has been perfected, but completed rolled assemblies are needed to
properly test the seals and fill electrolytes under various environmental
conditions.

The special foil winding machinery for assembling large foil capacitors is
still in development. 1In the meantime, short lengths of hand-wound foil
are being evaluated.
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TASK C - Basic Studies of Tantalum and Niobium Single Crystals, Sputtered

A.

Films and Polycrystalline Foils

Objectives

The objectives of this work are:

(1) To compare the properties of Taj0g and Nb-O5 films under various
conditions,in order to determine whether one is intrinsically
superior as a dielectric material.

(2) To compare the dielectric properties of NbyOg films formed on poly-
crystalline foil, sputtered films, porous plugs and single crystal
surfaces, in order to determine the role of grain boundaries in the
formation of anodic film defects.

{3) To obtain a better understanding of the reasons for the critical role
of anodization conditions (formation electrolyte, temperature, time and
current density) in determining dielectric properties of anodic films.

Status
(1) Single Crystals

Three cylindrical single crystals of tantalum and two crystals of niobium
have been tested for orientation by a back reflection technique. One

niobium and one tantalum crystal were oriented in the 110 direction, and the
others in the 100 direction. A zone reflection camera has been assembled and
is being used to assess the imperfections in these and twelve additional
crystals,

Surfaces of both tantalum and niobium crystals have been polished mechanically,
electrolytically and chemically, and compared by optical and electron micros-
copy to determine the optimum surface condition for anodization experiments.
Microscopic studies are also being made of their surface topography and
structural configurations, using conventional etching techniques.

(2) Polycrystalline Foils

Sections of capacitor-grade niobium and tantalum foils, 1" x 2", have been
anodized at 25°C and a constant current of 25 ma,in an electrolyte consisting
of 0,01 wt, % H3PO, in demineralized water, according to the schedule listed
below:

Specimen No. Material Maximum Voltage Time at Voltage
1 Ta 100 30 minutes
2 Nb 100 30 minutes
3 Ta 150 30 minutes
4 Ta 200 30 minutes
5 Ta 250 30 minutes
6 Ta 300 30 minutes
7 Ta 350 30 minutes
8 Ta 380 5 minutes
(scintillated)

e

Ta 100 30 minutes
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All specimens were degreased and chemically polished before anodization.

A mixture of 2:2:5 parts HF:HNO,:HoSO4 by volume was used for polishing
specimens 1 to 5; since this sofution left the specimens with a dull
appearance, the proportions of the acids were altered to 6:4:7 for the
other specimens. Direct carbon replicas have been made of the oxide films
formed on these specimens and electron micrographs taken.

(3) Transmission Electron Microscopy of Thinned Metallic Foils

A specimen of the capacitor-grade niobium foil has been successfully
thinned for transmission electron microscopy. It is hoped that slices of
niobium and tantalum single crystals can be similarly thinned for electron
microscopy, in order to obtain a more complete picture of their substruc-
tures and dislocation patterns.

(4) Transformation of Oxide Films

In order to study the thermal transformations of the "in situ" anodic films,
samples of capacitor-grade niobium and tantalum foil were anodized at 25°C
to 100 volts at a current density of 1 ma/cm for 30 minutes in 0.01 wt. %
HqPO4 in demineralized water. The anodized foils were cut into 2 x 4 mm
strips and sealed in silica tubes under argon, for heat treatment. Speci-
mens have been heated at 600, 700, 800 and 900°C for two hours, and examined
using a 15-degree angle x-ray diffraction technicue. By this method, crystal-
lization of the amorphous oxide at these temperatures has been demonstrated.
Although the patterns have not yet been completely analyzed, it appears that
the crystallite size of the niobium oxide increases more rapidly with
increasing temperature than that of the tantalum oxide. Additional heat
treatment studies at lower temperatures are in progress.

Growth of crystallites in the amorphous oxide layer can also be induced under
the electron beam during electronic microscopic examination, when surface
impurities are present. Figure 19 shows the rapid growth which took place

on an anodic tantalum film in which small fluoride inclusions were identified.
Figure 19 (a) shows the film (16,500x magnification) upon initial exposure to
the beam, while Figures 19 (b), (c), and (d) show the same area after 2, 4 and
5 minutes respectively, under the electron beam,



TABLE I

ANALYSES OF NIOBIUM FROM_THREE DIFFERENT PROCESSES

1 2 3
Hydrogen Reduced Carbon Reduced Proprietary
MATERIAL: From Pentachloride From Pentoxide Process
H+ M H+M H+ M Detection
CONDITION: As Recd. |100 M x D¥] As Recd. | 100 M x D*¥] As Recd.| 100 M x D* | Method
ELEMENT, ppm: C 0 80 70 110 80 225 (1)
0 60 1300 2800 2700 650 1500 (2)
H 7 7500 620 7800 12 6600 (2
N 3 170 120 237 25 43 (3)
B 0.4 0.5 0.4 0.2 0.5 0.3 (9)
Al| <qoa 24 <40 <30 <403 <30 (4)
ca] <20 <0 20 <X <20 30 (4)
Cr 13 19 15 12 11 11 (%)
Co| <10 <2 <10 <2 <10 2 (5)
Cu 6 6.5 6 7 47 44 (5)
Fe| 130 278 180b 67 110 187 (5)
Li| = <1 — <1 - 5 (4)
Mg| <20 <30 <20 <30 <20 <30 (4)
Mn| <5 18 <5 <5 <5 <5 (5)
Mo 4 6.5 34 36 4 4 (5)
Ni 15 15 8 14 21 22 (5)
Si| <50 20 <50 17 <50 140 (a)
Ta] 7% 7800 970 1100 320 3500 (5)
3200 (9)
Ti] <202 -— 25 - <202 -— (a)
- 5 - 45 - 9 (7)
v -_ 0.5 - 4 —_ < 0.5 (7)
w 58 176 400 361 <5 <5 (5)
Zr 3 - 0.8 - 1 -— (6)
— 4 -— 10 —_ 10 (7
- a - 9 — 15 (8)
Sn 10 -— <5 4 15 —_ (5)
- 10 - 4 —_— 8 (7
NOTES: H = Hydrided M = Milled * Nominal Size
a = Not detected
b = Average of 4 analyses ranging from 90 to 300 ppm, indicating tramp iron.

Magnetic

Detection Methods:

separation was made on the final powder.

(1) Combustion Conductometric; (2) Vacuum Fusion;

(3) Distillation-Spectrophotometric; (4) Emission Spectrographic;
(5) Spectrophotometric; (6) Extraction-Emission Spectrographic;
(7) Ion Exchange-Emission Spectrographic;

(8) Ion Exchange-Spectrophotometric; (9) X-ray Fluorescence.




_TABLE 2

ANALYTICAL RESULTS FOR Nb-Ta -200 MESH ALLOY POWDERS

Nb-Ta All

oy and Nominal Composition

C (25 wt. ¥ Ta)

B (50 wt. ¥ Ta)

A (75 wt. ¥ Ta)

D (100 wt. ¥ Ta

Element 4,27 pounds 4,50 pounds 4.67 pounds 4,76 pounds
% C 0.010 0.003 0.009 0.013
%0 0.36 0.27 0.17 0.2
% H 0.59 0.51 0.32 0.28
%N 0.058 0.065 0.079 0.039
¥ Ta 26.3 57.3 80.8 Balance
% Nb 72.2 4.4 18.3 0.96

TABLE 3
LOT ANALYSIS OF NIOBIUM AND TANTALUM -200 MESH POWDERS
TO BE USED FOR PREPARATION OF A SECOND 50% Nb — 50% Ta ALLOY
Material Lot Number % C %0 % N % H
Niobium BM 810 0.009 0.25 0.012 0.67
Tantalum ™ 551 0.005 0.21 0.007 —




TABLE 4

PROCESSING DETAILS FOR SMALL BATCHES OF SOLID NIOBIUM CAPACITORS

MADE IN ACTIVITY 3

Pressing and Sintering

Powder Blend: 85% -325 mesh, 15% -200/325
Green Density: 4.9 to 5.2 jms/cc
Sintered Density: 4.93 to 5.58 gms/cc
Sintering Temperature: 2100°C
Sintering Time: 30 minutes

Formation
Formation Electrolyte: Proprietary Y) at 25°C
Formation Current Density: 50 ma/gram of niobium material
Formation Voltage Vg: 175 volts
Formation Time at Vg: 5 hours

Impregnation/Reformation

4/5 split dip cycle in Mn(NO3), solution (temperatu-e and composition
proprietary).

Pyrolysis Temperatures 275°C with 3 minute conversion time
Reformation in proprietary electrolyteY, at 25°C

First Reformation Voltage Vpry: 70 volts
Second Reformation Voltage Vgpo: 65 volts

Carbon and Silver Coating

Standard proprietary method

Size C cans under proprietary conditions
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TABLE 6

CHEMICAL ANALYSES OF NIOBIUM POWDERS; MATERIAL: LOT BM-818

SUB~-ACTIVITY 5.5

' Amount Present, p.p.m.
Designation Condi tion Where Analyzed H 0 N C Fe
As Received Partly U.C.M. 600 2700 130 80 -
Hydrided

As Received Partly Kemet 600 - - - -
Hydrided

As Received Dehydrided Kemet 1.7 3600 120 60 50

I-A Hydrided Kemet 8800 - - - -

1-83 Hydrided Kemet 8300 - - - -

II-A Hydrided Kemet 8800 - - - -

11-B Hydrided Kemet 9200 - - - -

I1I-A Hydrided Kemet 8600 - - - -

I1I-B Hydrided Kemet 9600 - - - -

IV=A Hydrided Kemet 8900 - - - -

IV-B Hydrided Kemet 8800 - - - -

1-A Dehydrided Kemet 5.6 5000 140 100 50

I-B Dehydrided Kemet 6.5 5100 150 120 40

I1-A Dehydrided Kemet 3.7 4400 160 60 30

11-B Dehydrided Kemet 3.0 5200 160 60 10

III-A Dehydrided Kemet 1.2 4000 120 40 30

I111-B Dehydrided Kemet 1.5 4700 150 30 10

IV=A Dehydrided Kemet 2.6 4600 160 40 30

IV-B Dehydrided Kemet 2.1 5200 180 40 10

Nomenclature:

I = -400 mesh "control" powder, not prefurnaced.

IT = -400 mesh powder, prefurnaced.

II1 = -200/+325 mesh powder, prefurnaced.

IV = powder blend, prefurnaced,

A = washing treatment in 30% HNO3 solution followed by removal of fines.

B = etch treatment in 10% bromine-methanol solution.




TABLE 7

A

DISTRIBUTION OF POWDER PARTICLE SIZES AS DETERMINED BY MICROMEROGRAPH

Amount Present, in Per Cent, in Various Sieve Sizes for Designated Powders
-200/325
Distribution| -400mesh(-37u) —-400me sh(=372) Mesh, 74/44p Blend, -74u
T.S.N.* Microns 61-A I1-B II-A 11-B III-A 111-B IV-A IV-B
140 105
- - - - 9 S 1 -
170 88
- - - - 21 16 2 1
200 74
- - - - 23 19 4 4
230 62
- - - - 27 35 13 12
270 53
2 3 - 1 13 14 19 20
325 44
12 7 6 9 4 5 16 17
400 37
18 14 16 17 1 2 14 13
3l
18 24 17 18 1 2 7 10
26
15 24 19 16 1 - 6 7
22
11 8 14 13 - 1 6 5
18.5
8 7 10 9 - - 4 3
15.6
5 6 7 7 - 1 4 3
13.1
4 3 4 3 - - 2 2
11.0
3 2 3 2 - - 1 1
9.2
1 1 2 2 - - - 1
7.8
1 1 1 1 - - 1 1
6.6
1 - 1 1 - - - -
5.5
1 - - 1 - - - -
4.7
Geometric
Mean,
Microns 23.8 24.4 22,2 2.9 63.6 58.8 35.5 34.8

# T.S.N. = Equivalent Tyler Sieve Number




TABLE 8

POROSIMETER RESULTS FROM ANODES OF VARIOUS NIOBIUM POWDERS

PRESSED TO SEVERAL DENSITIES

Total % of Total Porosity as a Function Average Calculated
Plug Density |Porosity of Apparent Pore Diameter, p Pore Size |Surface Area
Designation| gm/cc_|Per cent [515[15-10 [10=7 | 7-5 [ 5-3 [ 3-1.5]<1.5] (p) cm? #
I-A-X . 56.5 - - 5 55| 32 5 3 5.3 105
I-A-Y 5,65 27.5 - - 4 261 61 6 3 4.8 112
I-A-Z 6.22 18.9 - - - 71 751 1a 4 3.7 101
I-B-Y 5.71 36.6 - - - 13| 57| 26 4 3.9 111
II-A-X 4,96 35.4 - - 6 70| 19 3 2 5,7 105
II-A-Y 5.25 28.6 - - - 5| 78| 15 2 4,1 110
IT-A-2Z 5.80 21.6 - - - -] 80} 16 4 3.8 105
1I-B-Y 5.46 4.1 - - - 12| 56| 25 7 3.7 111
ITI-A-X 4,83 44,5 77 9 5 3 2 2 2 | >15.0 73.5
ITI-A-Y 5.63 | 40.1 221 28 27 11 5 4 3 10.0 73.0
ITI-A<Z 6.38 | 26.1 - 5 25 45| 15 6 4 6.3 66.5
I11-B-Y 5.40 43.4 2| 25 3l 11 5 4 4 9.8 74.7
IV=-A-X 4,91 42.8 10| 13 42 2] 11 3 1 8.0 89.0
IV=-A-Y 5.39 41.8 - - 16 49 1 26 7 2 5.5 97.5
IV=-A-Z 6.21 23.2 - - - 7] 75} 15 3 3.7 90.5
IV-B-Y 5.40 47,2 - 5 7 46| 32 5 5 5.1 98.5
* Calculated from Wet Capacit Mea nts Using C = AK
cula rom apacitance Measureme sing . 105 %
where K = dielectric constant
A s area in cm?
t = dielectric thickness in ¢m
C = capacitance in pf
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TABLE 10

MnO, CONTENT OF PLUGS AS A FUNCTION OF THE NUMBER OF DIPS

IN_MnO, AND OF PYROLYSIS TEMPERATURE

Weigh

ing Method

Analytical Method

Average Total

Average Mn0O,

Total Mn Content

Calculated MnQO . %*
Content in Porgs

Pyrolysis Number of MnOs Buildup [Pickup in Pores in Pores
Temperature] Mn(NO3), Dips| Milligrams Milligrams Milligrams Milligrams
1 10.3 6.2 6.6 10.4
2 16.5 11.5 10.0 15.8
4 38.1 24.8 16.3 25.8
275°C
6 56.8 31.0 21.4 33.9
8 73.5 34.0 24,6 39.0
10 84.5 42,1 28.2 44.6
2 16.3 12,2 9.3 14.7
4 37.2 21.1 15.5 24.5
350°C 6 62,0 3l.1 21.1 33.4
8 80.5 35.8 24,7 39.0
10 92.2 40.0 26.5 41.9
2 2.3 15.3 11.2 17.7
4 41.3 2.4 16.3 25.8
425°C 6 64.9 31.2 21,2 33.6
8 87.5 37.2 25.9 40.9
10 117;1 40.9 26.1 41.3

# Calculated from total Mn content on the assumption of complete stoichiometry.
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TABLE 13

BREAKDOWN VOLTAGE AT 90°C FOR NIOBIUM FOIL SPECIMENS IN DIFFERENT ELECTROLYTES

Formation Formation
Current JAverage| Average Current JAverage | Average
Density [B.D.V. | dv/dt Density |B.D.V. dv/dt

Electrolyte|J ma/cm2] Volts [Volts/Min. || Electrolyte|J ma/cm2 | Volts | Volts/Min.
H3PO4 1 120 10.9 Yq 1 230 12.4
Y, 1 210 12.4 Y3 10 300 118.0
Y| 10 300 106.0 Y7 1 217 12,2
TABLE 14

BREAKDOWN VOLTAGES FOR FOILS FORMED IN ONE ELECTROLYTE,

ETCHED TO REMOVE THE OXIDE LAYER AND THEN REANODIZED IN ELECTROLYTE Y;

All Formations at t = 25°C and J = 1 m§[cm2

Maximum Attainable Maximum Attainable
Voltage in VB.D. First Voltage in First | VB.D,
First Formation| First Electrolyte | in Y} Formation Electrolyte in Yy
Electrolyte (Volts) (Volts) || Electrolyte (Volts) Vol ts)
Acetic 169 340 Phasphorite]. 257 350
Nitric 120 362 Yy 352 330
Nitric 102 350 Yo 404 300
Malonic 127 350 Yq 340 330
Ammonium
Nitrate 127 360
TABLE 15
WET TESTS OF LEAKAGE CURRENT, CAPACITANCE AND DISSIPATION FACTOR
FOR NIOBIUM FOIL SPECIMENS
Tests in Formation Electrolyte Tests in 30¥ H2S04 at 25°C
Average Terminal Average Average
Formation | Leakage Current Capaci tance Average Leakage Current
Electrolyte It C/A Dissipation Factor at 75 Volts
EE ua/cm2 NE/em? D. F. % na/cm?2
Yy 16.0 0.0495 1.28 1.02
Yq 14.3 0.0503 1.39 1.08
Y7 13.7 0.0498 0.83 0.37
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Fl6. 4

Micromerograph Resvlts: Fercent vs Farticle 5‘1‘3¢
‘ ~400 mesh WNiobivm powder Lot BM-8/8
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FlG. 5

Micromerograph Results: FPercent vs Farticle Size
Niobivm Lot BM-818, clcancd in HNO3 and “water screened.”
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Fl6. 7

Breakdown Voltage vs Sintered Densities

densiities.

Niobivm powder plvgs pressed and sintered to designated
Jested /n Y-/ electrolyte at 25°%.
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Fl6. 8

Breakdown lVoltage vs Mean Farticle Size

Wet electrical properties of niobivm plugs.
Average plvg density: 5.49 gm fec.
Tests condycted inelectrolybe §-/ at 25°C, 50mAjam.
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.5’{3e faclor vs Sintered lensity

Wet electrical properties of niobivm powder plngs.
R25°C Formation in 9-/ Foarf hours at 200 volés. K

Wet tests of C,D.F jn 3(;} 4S04 at 25°C and /120¢ps.
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Sintered Density (gm fec)

ﬂ/.'ss/,‘oation vs. Sintered UJensity
Wel electrical ; riobivm fowdcr plogs Formetion
n Y- ; Four at 200yoks (35°C) Wet tests of
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Wet electrical propertics

— frem prejurnaced powder
50mafgm — Four hovrs at 200 vokts.
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Sipe factor vs Mean farticle Size
Wet slectrical properiies of nicbivm powder plugs

25°C Formation in Y-I at 50me/om — Four hours at 200 volis

Wel tests in 302 4, SOy at 25°C at /20 and /000 gps.
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Fl6. /3

Dissipation vs. Mean Farticle Size
Wes electrical properiies of niobium powder plugs.
25°C Formatdion in Y-/ at ngm Four hours ot 20D yoMs.
Wet tests in 30 K,S04 at B5°C at /30 and /00O cps.
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Jerminal D-C Leakage vs Mean Farticle Size
Wet electrical properties of niobivm powder plugs.

25% Formation in Y-1 at 50ma/fgm. Four howrs ot 200 volts.
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MnCOy Buildvp vs Nember of Mn(N0s), Dips
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100
Leakage Current vs /?A;formaz‘/oﬂ %
Voltage and Pyrolysis 7emperatore ‘
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PIGURE 19

ELECTRON BEAM INDUCED TRANSFORMATION
FROM AMORPHOUS TO CRYSTALLINE STATE
IN AN ANODIC FILM

(a) (b)

Time t - O Time t = 2 minutes

(c) (d)

Time t = 4 minutes Time t = 5 minutes
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